BHE)
O L Certificate Of Analysis
Solvent Naphtha 150 (C10)
STANDARD | TYPICAL
SN | CHARACTERISTICS | UNIT |TEST METHOD SPECS SPECS
1 Colour ASTM| ASTMDI156 | 00-00+ 0.0+
, Clear Liquid, Free|Clear Liquid, Free
° Appearance ) Visual from Sediments |from Sediments
3 Density @15°c  [gm/ml| ASTM D 4052 | 0.880-0.90 | 0.8866
4 | Flashpoint-PMCC | °c | ASTMD93 B4 Min. 68
S | Aromatic Content |%w/w| ASTM D 4492 99 Min. 99.5
6 | Non Aromatic Content |% w/w| ASTM D 4492 1 Max 0.5
7 Copper Corrosin - | ASTMD 849 1 Max. 1(a)
8 Boiling Range ASTM D 86 As under As under
9 IBP - 175 min 186
°c
10 95% To report but not to be Limited 205
1l FPB - 220 Max 219
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